
Report Documentation Page Form Approved
OMB No. 0704-0188

Public reporting burden for the collection of information is estimated to average 1 hour per response, including the time for reviewing instructions, searching existing data sources, gathering and
maintaining the data needed, and completing and reviewing the collection of information. Send comments regarding this burden estimate or any other aspect of this collection of information,
including suggestions for reducing this burden, to Washington Headquarters Services, Directorate for Information Operations and Reports, 1215 Jefferson Davis Highway, Suite 1204, Arlington
VA 22202-4302. Respondents should be aware that notwithstanding any other provision of law, no person shall be subject to a penalty for failing to comply with a collection of information if it
does not display a currently valid OMB control number. 

1. REPORT DATE 
OCT 1999 2. REPORT TYPE 

3. DATES COVERED 
  00-00-1999 to 00-00-1999  

4. TITLE AND SUBTITLE 
Monolithic integration of resonant interband tunneling diodes and high
electron mobility transistors in the InAs/GaSb/AlSb material system 

5a. CONTRACT NUMBER 

5b. GRANT NUMBER 

5c. PROGRAM ELEMENT NUMBER 

6. AUTHOR(S) 5d. PROJECT NUMBER 

5e. TASK NUMBER 

5f. WORK UNIT NUMBER 

7. PERFORMING ORGANIZATION NAME(S) AND ADDRESS(ES) 
Naval Research Laboratory,4555 Overlook Avenue 
SW,Washington,DC,20375 

8. PERFORMING ORGANIZATION
REPORT NUMBER 

9. SPONSORING/MONITORING AGENCY NAME(S) AND ADDRESS(ES) 10. SPONSOR/MONITOR’S ACRONYM(S) 

11. SPONSOR/MONITOR’S REPORT 
NUMBER(S) 

12. DISTRIBUTION/AVAILABILITY STATEMENT 
Approved for public release; distribution unlimited 

13. SUPPLEMENTARY NOTES 

14. ABSTRACT 
 

15. SUBJECT TERMS 

16. SECURITY CLASSIFICATION OF: 17. LIMITATION OF 
ABSTRACT 
Same as

Report (SAR) 

18. NUMBER
OF PAGES 

3 

19a. NAME OF
RESPONSIBLE PERSON 

a. REPORT 
unclassified 

b. ABSTRACT 
unclassified 

c. THIS PAGE 
unclassified 

Standard Form 298 (Rev. 8-98) 
Prescribed by ANSI Std Z39-18 



Monolithic integration of resonant interband tunneling diodes and high
electron mobility transistors in the InAs ÕGaSbÕAlSb material system
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Naval Research Laboratory, Washington, DC 20375-5347
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InAs/AlSb high electron mobility transistors~HEMTs! and resonant interband tunneling diodes
~RITDs! with AlSb barriers and GaSb wells were grown in a single heterostructure by molecular
beam epitaxy. The resulting HEMTs exhibit excellent dc and microwave performance at low drain
voltages, with an intrinsic unity-current-gain cutoff frequency of 220 GHz. The RITD performance
is comparable to RITDs grown directly on InAs substrates, with peak current densities above
104 A/cm2 and peak-to-valley ratios near 11 for 15 Å AlSb barriers. The results represent an
important step toward the fabrication of high-speed, low-power logic circuits in this material
system. @S0734-211X~00!02003-5#
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I. INTRODUCTION

Digital circuits operating at speed approaching 100 G
with low power consumption are required for applications
multifunction radar and communication systems. An attr
tive approach to achieve the required speed with redu
power dissipation is to integrate resonant interband tunne
diodes ~RITDs! or resonant tunneling diodes~RTDs! and
high electron mobility transistors~HEMTs!. This combina-
tion enables designs with very high functionality due to t
self-latching nature of RTD or RITD circuits. RTD/HEMT
circuits have been fabricated in the InP-based material
tem for low-power static random access memory1 and logic
gates operating at 35 GHz.2

The 6.1 Å material system, consisting of InAs, GaS
AlSb, and related alloys, offers the potential for RITD
HEMT circuits operating at lower power than the InP-bas
circuits. Specifically, HEMTs with InAs channels and AlS
barriers operating at a drain voltage of only 100 mV exhi
measured unity-current-gain cutoff frequencies of 90 GH
the highest value reported for any field-effect transistor
this low voltage.3 The substantial flexibility for band ga
engineering in the 6.1 Å system offers the ability to ma
RITDs with high peak currents at low bias voltages. F
example, Chow et al. reported peak currents of 3
3104 A/cm2 at biases near 100 mV.4 As a result, digital
logic circuits based upon integration of the 6.1 Å HEMT a
RITD should be able to operate at lower clock voltages th
InP-based RTD/HEMT circuits.2 We note that InAs/AlSb/
GaSb Schottky barrier/RITD logic circuits have been de
onstrated to 12 GHz, the frequency limit of the te
equipment.5 In addition, Shenet al. reported the successfu
integration of GaAs-based field-effect transistors and 6.1
RITDs in a logic gate.6

A first step toward the integration of Sb-based HEM
and RITDs into digital circuits is the epitaxial growth o
heterostructures containing both devices. In this article,
discuss the growth of RITD/HEMT structures by molecu
beam epitaxy~MBE! and demonstrate that high-performan

a!Electronic mail: brian.bennett@nrl.navy.mil
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HEMTs and RITDs can be fabricated in a single heterostr
ture.

II. EXPERIMENT

A cross section of our complete heterostructure is sho
in Fig. 1. In simplest terms, it consists of an RITD grown o
top of a HEMT. Starting from the semi-insulating GaAs su
strate: The AlSb buffer layer accommodates the 7%–8%
tice mismatch between the InAs/AlSb/GaSb materials a
the GaAs. Thep1 GaSb layer is intended to drain a portio
of the impact-ionization-generated holes back to the sou
contact rather than allowing them to remain in the AlS
buffer layer and cause deleterious trapping effects. T
larger band gap subchannel serves to reduce impact ion
tion by allowing electrons to transfer from the InAs chann
to the subchannel before gaining enough kinetic energy
impact ionization.7 Modulation doping is achieved by charg
transfer from an extremely thin~4 monolayer! Si-doped InAs
layer located above the channel.8 A lattice-mismatched
~;4%! In0.4Al0.6As layer provides a barrier for hole transpo
between the channel and gate.3,9 This layer also enables th
use of a gate recess etch into the upper barrier material p
to gate metal definition. The energy band diagram for
HEMT was obtained from a self-consistent calculation
VGS50 and is shown in Fig. 2.7 The 1000–2000 Ån1InAs
layer above the antimonide-based etch stop reestablish
lattice constant of 6.1 Å prior to the RITD growth. The r
flection high-energy electron-diffraction pattern degrad
during the InAlAs layer, with spots indicative of a three
dimensional growth mode, and recovers during the In
layer. The doped and undoped InAs layers serve as con
for the RITD, which contains AlSb tunneling barriers and
GaSb well. The type-II band alignment is shown in Fig.
Interband tunneling through the structure occurs when e
trons from the InAs conduction band tunnel through t
AlSb barrier, into the GaSb valence band, through the sec
barrier, and into the InAs conduction band. This is in co
trast to resonant tunneling in a heterostructure with a typ
band alignment where the electrons tunnel via conduc
band states in the well.
1650
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Samples were grown by solid-source MBE using As2 and
Sb4, with growth rates that varied from 0.4 to 1.0 ML/
Substrate temperatures were measured by transmis
thermometry10 and ranged from 400 to 550 °C~see Sec. III!.
V:III flux ratios were between 1.5:1 and 2:1. The As val
was closed during all AlSb and GaSb layers to minimize
incorporation. Migration-enhanced epitaxy was used at in
faces between InAs and AlSb to achieve InSb-like bonds11

Standard photolithography procedures were used to fa
cate an array of Ti/Pt/Au ohmic contacts that also serve a
etch mask for the formation of mesa RITDs with diamet
of 1.2–50mm. Prior to the start of the HEMT fabricatio
process, the RITD material was removed by selective
etchants. The HEMT source and drain contact patterns w
defined using a poly~methylmethacrylate! ~PMMA! resist
and deep-ultraviolet lithography. Pd/Pt/Au layers~;120
Å/210 Å/600 Å! were deposited by e-beam evaporation a
heat treated for 3 h at 175 °C.After ohmic contact formation,
a Cr/Au Schottky gate was formed using PMMA e-bea
lithography and lift-off techniques. The recess etch throu
the cap layer was performed with a citric acid-based e
prior to gate metal deposition. Finally, device isolation w

FIG. 1. Cross section of RITD/HEMT structure.

FIG. 2. Calculated band structure for InAs/AlSb HEMT at zero bias and
K ~from Ref. 7!.
JVST B - Microelectronics and Nanometer Structures
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achieved using a hydrofluoric acid/peroxide-based etch. T
etch also formed a gate air bridge extending from the ch
nel to the gate bonding pad.

III. RESULTS AND DISCUSSION

A typical set of HEMT drain characteristics is shown
Fig. 4 for a device with a 0.1mm gate length, a 30mm gate
width, and a 1 mm source–drain spacing. The room
temperature carrier mobility and density are 23 000 cm2/V s
and 1.231012/cm2, respectively. The low-field source–dra
resistance atVGS50 V is 0.7V mm, and the devices displa
good pinchoff atVGS520.5 V. We attribute the lack of
saturation in the drain current primarily to the accumulati
of holes generated by impact ionization in the channel t
serves to reduce carrier depletion. A transconductance o
S/mm is measured at a source–drain voltage of only
mV. Using S-parameter measurements, a unity-current-g
cutoff frequency, f T , of 160 GHz is obtained atVDS

520.5 andVGS520.35 V. We subtracted the bonding pa
capacitance and calculated an intrinsicf T of 220 GHz.

A typical I–V characteristic for the RITD in Fig. 1 is
shown in Fig. 5. The device exhibits characteristic negat
differential resistance, with a peak current of 180mA near
120 meV, valley currents of 16mA in the vicinity of 300
meV, and a peak-to-valley ratio of 11. The mesa size was
mm, yielding peak current densities of 1.43104 A/cm2. The
features in the negative resistance region are due to bist
ity effects.12 Several similar RITDs~15 Å barriers and 80 Å
wells! were grown directly on InAs substrates and GaAs s

FIG. 3. Approximate band structure for InAs/AlSb/GaSb RITD based up
the bulk band offsets for the materials. Electrons with energyE tunnel from
the InAs conduction band through the AlSb barrier, into the GaSb vale
band, through the second barrier, and into the InAs conduction band.

FIG. 4. HEMT drain characteristics at room temperature for a device w
Lg50.1 mm, LSD51 mm, andWG530 mm; VGS50.1 V/step. The device
operates in the depletion mode, with pinch off nearVGS520.5 V. RITD
was grown above HEMT structure~see Fig. 1!.
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strates with thick InAs buffer layers. Peak current densit
ranged from 13104 A/cm2 to 33104 A/cm2 with peak-to-
valley ratios of 10–15. Hence, it appears that growing
RITD above a HEMT results in little or no degradation
RITD performance. It is important to have high peak curre
densities because the speed of a RITD is roughly prop
tional to the peak current density divided by the juncti
capacitance. In our work on RITDs grown on GaAs and In
substrates~without the HEMT!, we have obtained highe
peak currents and acceptable peak-to-valley ratios with t
ner AlSb barriers~e.g., 9 Å!. These results should apply t
the RITD/HEMT structures as well.

We have found that the substrate temperature du
MBE growth of the RITD/HEMT structure is critical fo
some layers but not for others. The AlSb buffer layer
typically grown near 550 °C. We have achieved hig
mobility InAs/AlSb single quantum wells on AlSb buffe
layers grown at temperatures from 500 to 600 °C; lower a
higher temperatures may be suitable as well. The gro
temperature for the InAs channel and subchannel, along
adjacent AlSb, is 500 °C. Substantially higher temperatu
result in In desorption. InAs/AlSb single quantum we
grown at 400 °C exhibit lower electron mobility. The In

FIG. 5. Current as a function of bias voltage acquired at room tempera
for 1.3 mm diameter mesa RITD grown above HEMT structure~see Fig. 1!.
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As~Si! donor layer, however, must be grown near 400 °C
minimize Si segregation into the AlSb where it acts as
acceptor.8 Poor surface morphology results if the etch st
and 1000–2000 Å InAs interlayers between the HEMT a
RITD are grown at too high a temperature. Specifically,
have found that temperatures near 400–430 °C are suit
but higher temperatures are not. The RITDs were grown n
450 °C for the devices reported here. A separate study
RITDs on GaAs substrates with InAs buffer layers show
that device performance was relatively insensitive to grow
temperature over a range of 350–500 °C.

The demonstration of working RITDs and HEMTs from
single heterostructure is an important step toward the fa
cation of high-speed, low-power logic circuits in the 6.1
material system. The next step, which is in progress at
laboratory, is the design and fabrication of simple circuits
assess the performance potential of this approach.
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